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M RIGEE S Y ¥ R E T 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

i% R B 7 (Sample Submitted By) ;o kA FoRirg L @ (KUANG PANG GYPSUM CO., LTD.)

& ¢ #-(Sample Description) 1 X oRELpa4T

Jzi* p # (Sample Receiving Date) : 2019/06/10

B2 7 (Testing Period) : 2019/06/10 to 2019/06/14
B3 F F(Test Requested) ©oR¥EE 24T %Y RoHS 2011/65/EU Annex 112 # 33745 4 (EU) 2015/863:R]

AR 4k s 2 g~ Sy~ S Lmi ¥y, DBP, BBP, DEHP, DIBP. (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury,
Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted
sample(s). )

B3R 2 (Test Method) i 37 %RT - T (Please refer to following pages).
P38 % % (Test Results) i 37 %RT - T (Please refer to following pages).

Troy Chtizraanager AN

Signed for and behalf of
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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BE 25 (Test Results)
B 3E 3R = (PART NAME)No. 1 g ¢ 34 % (WHITE POWDER)
= F {d P kN
iRI3%58 L i Rl 2 *;jj] (Result)
(Test Items) (Unit) (Method) (MDLS- o1
4% / Cadmium (Cd) mg/kg | %% IEC 62321-5 (2013), ™p R#mé T 2 n. d.
%&+%%%&@%ﬂ./wm
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
& / Lead (Ph) mg/kg |%% IEC 62321-5 (2013), MR &Eims @ 2 n. d.
Rems stk kignl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
& / Mercury (Hg) mg/kg | %% IEC 62321-4:2013+ AMD1:2017 » r2 g 2 n. d.
Te48 & IR sp R R RL / With
reference to IEC 62321-4:2013+
AMD1:2017 and performed by ICP-AES.
+ % 4% / Hexavalent Chromium mg/kg | %% IEC 62321-7-2 (2017) » ~UV-VISt 8 n.d
Cr(VD) #l. / With reference to IEC 62321-7-2
(2017) and performed by UV-VIS.
% 8.7 ¥ %4 / Sum of PBBs mg/kg - n. d.
- %% % / Monobromobiphenyl mg/kg 5 n. d.
- %5 % / Dibromobiphenyl mg/kg 5 n. d.
= 4m% / Tribromobiphenyl mg/kg | . L 5 n. d.
¥ 1955 % / Tetrabromobiphenyl ng/ke %}i IEC 6‘3232176.(2015), L AR R AT R/ 5 nd
I %% % / Pentabromobiphenyl mg/kg 6%;;?‘2@/201/ With refefzrencz to TEC 5 n. d.
~ % %/ Texabromobiohenv] -6 (2015) and performed by
NS exabromobipheny mg/kg GC/NS 5 n. d.
= %% % / Heptabromobipheny!l mg/kg ' 5 n. d.
A 53 ¥ / Octabromobiphenyl mg/kg 5 n. d.
1 4% / Nonabromobipheny!l mg/kg 5 n. d.
- /%% % / Decabromobiphenyl mg/kg 5 n. d.
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=k R

Py

RIFAIE P ¥ Bl E .
. B (Result)

(Test Items) (Unit) (Method) (MDL) o1
% 5.9 ¥ %4 / Sum of PBDEs mg/kg - n. d.
- %5 ¥ @/ Monobromodiphenyl ether | mg/kg 5 n. d.
= 4m ¥ @/ Dibromodiphenyl ether mg/kg 5 n. d.
= 4m ¥ p / Tribromodiphenyl ether mg/kg ] 5 n. d.
= j5.5% ¥ A/ Tetrabromodiphenyl ether | mg/kg %:Q;“’y IEC ?2321*6. (2015), 44 48 & 47 &/ 5 nd
T 0% ¥/ Pentabronodiphenyl other | mg ke fra &kt pl. / With reference to IEC : 4
— : 62321-6 (2015) and performed by
» 4.8 % &/ Hexabromodiphenyl ether mg/kg GC/NS. 5 n. d.
= 57 ¥ p / Heptabromodiphenyl ether | mg/kg 5 n. d.
~ 45 ¥/ Octabromodiphenyl ether | mg/kg 5 n. d.
1 /%% ¥ @ / Nonabromodiphenyl ether | mg/kg 5 n. d.
+ 8.9 ¥ e/ Decabromodiphenyl ether | mg/kg 5 n. d.
AFZ PRz (2-¢ A& ¥)Ay / DEHP| mg/kg 50 n. d.
(Di- (2-ethylhexyl) phthalate)
(CAS No. : 117-81-7)
MFZ R F9 g / BBP (Butyl mg/kg | %+ IEC 62321-8 (2017), 14 40 & 45 ik / 50 n.d.
Benzyl phthalate) (CAS No.: 85-68-7) 7 kel / With reference to IEC
MR¥F - " A 7 Ay / DBP (Dibutyl mg/kg |62321-8 (2017). Analysis was 50 n.d.
phthalate) (CAS No.: 84-74-2) performed by GC/MS.
MF- 9z %7 pg / DIBP (Di- mg/kg 50 n. d.

isobutyl phthalate) (CAS No.: 84-
69-5)

# 3x(Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. MDL = Method Detection Limit (3 ;% i p|4&* &)
3. n.d. = Not Detected (x4 1)
4, "-" = Not Regulated (&% i)
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¥ & B in42W / Analytical flow chart of Heavy Metal
PRI T AR ARRL iR 0 R R R 2GR (5 BEERRES B '$ b))
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded)
B 4 R w2 / Technician : Rita Chen
B psEf § 4 %k [ Supervisor: Troy Chang

| 7 # - %l & # 5 / Cutting ~ Preparation |
v

| Bl &£ £ / Sample Measurement |
I

| = %4 Cr(VD)
4 Pb/ég Cd/k Hg v v
| #t £ % | Non-metal | | &% | Metal |
* ) R RIT B R TR R -

Acid digestion with microwave / hotplate ABS/PC/PVC | # # # {/Others *

7 v v # -k 55 | Boiling

ARG E & 150~160°C ~ i water extraction

ik / Filtration Dissolving by it / Digesting at

i ultrasonication 150~160°C +

| v v AR

+ * B60CiE =T 423k Bk k /| Separating Cool, filter digestate
i} i / Digesting at to get aqueous N
7 % | Solution 7 74 | Residue 60°C by phase throuah filter

ultrasonication

v

. + ) v don g AIRES [
1) k% / Akali fu§|on 2 & pH / pH adjustment | Add diphenyl-
2) RpL3 2 [ HCl to dissolve carbazide for color
v development
l wr 2 BB ¢ | Add diphenyl- 3
carbazide for color development
* 2 UV-VIS » &Rk
&% 7% & 540 nm #h
T & [ Measure
the absorbance at
540 nm by UV-VIS

&3

B 186 TR+ 5 5F 38 & [ ICP-AES

o UV-VIS » BRI &% % & 540 nm
=t & [ Measure the absorbance at
540 nm by UV-VIS
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%A/ 5 M FEA 7N / Analytical flow chart - PBB/PBDE

B plE4 B ot 2% s [ Technician: Yaling Tu
B p3EJ F 4 :3REE [ Supervisor: Troy Chang
4 =t pl3# 42 A | First testing process ———§

E4 2 &R A2A [ Optional screen process samsmnn:
FE3u48 R [ Confirmation process — - — -p

| Sample/ # & |
v
| Sample pretreatment / % 5% A&JL |

.IIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIII-
Screen analysis / 4 & 4 1% -
L]

v

Sample extraction # & 3% B/
Soxhlet method % 3¢ ¥ B~

1
v

=

Concentrate/Dilute Extracted solution
Fkk ‘Fﬁ/ﬁ%fﬁ
T

v

| Filter / % Bei 674 |

1
v

| GCIMS/ § 4pk 47 13 &k |
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v #B 4 1750428 / Analytical flow chart - Phthalate

B @4 | pfe ¥ [ Technician: Yaling Tu
B REf 4 %@ [ Supervisor : Troy Chang

[7rlz+ 2 /Test method: IEC 62321-8]

TR AR
Sample pretreatment/separation

!

How! THFE & & rkvn 3 25 B~ /
Sample dissolved/extracted by THF

!

Feip g |

Dilute Extracted solution
FARE AT TR YT/
Analysis was performed by GC/MS
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X BEY 4o BFEHET 0 MEAAF SR ERBZFE/I0E X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

CE/2019/61210

2

lii utliuulnn\m!l iy L\

xx 324 % & (End of Report) *x
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